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Technical Data

it

MVR (300 °C/1.2 kg) 12 cm?®/10 min; food contact quality; medium viscosity; easy release; injection molding - melt temperature 280 - 320 °C;
available in transparent, translucent and opaque colors
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Y ERE TEE () TEE (2l) Wi 5%
BE 1.20 g/lcm? 1.20 g/cm? I1SO 1183
ENHBE 4 0.66 g/cm® 0.66 g/cm?® ISO 60
JERE (JBRRBIER ) (300°C/1.2 kg) 13 g9/10 min 13 g9/10 min ISO 1133
BALARITRE (MVR ) (300°C/1.2 kg) 0.732in3/10min 12.0 cm?*10min 1ISO 1133
LERES

EERZAFM@E 0.60 £ 0.80 % 0.60 £ 0.80 % ISO 2577

A mE 0.60 £/ 0.80 % 0.60 £/ 0.80 % ISO 2577

EERFIHE :0.0787 in (2.00 mm)® 0.75% 0.75% ISO 294-4

FEhAE : 0.0787 in (2.00 mm) 0.70 % 0.70 % 1ISO 294-4
ok = ISO 62

F, 73°F (23°C) 0.30 % 0.30 %

1, 73°F (23°C), 50% RH 0.12% 0.12%

LA EAE BFEME (FH) HUEE () W75 %
H{HEE (73°F (23°C)) 348000 psi 2400 MPa 1ISO 527-2/1
RN ISO 527-2/50

JEAR, 73°F (23°C) 9570 psi 66.0 MPa
#r3, 73°F (23°C) 10200 psi 70.0 MPa
AR ISO 527-2/50
JEAR, 73°F (23°C) 6.1% 6.1%
W&, 73°F (23°C) 130 % 130 %
PRIRRL TR B (73°F (23°C)) >50% >50 % I1ISO 527-2/50
RRIRTES ISO 899-1
1hr 319000 psi 2200 MPa
1000 hr 276000 psi 1900 MPa
L E 6 (73°F (23°C)) 348000 psi 2400 MPa ISO 178
E:IvR ISO 178
73°F (23°C) 14100 psi 97.0MPa
3.5% R, 73°F (23°C) 10600 psi 73.0MPa
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Flexural Strain at Flexural Strength 7 ISO 178

73°F (23°C) 7.1% 7.1%
pi BEE (F ) BEE (2 l) plREwP
KEFENE 1ISO 15106-1

73°F (23°C), 85% RH, 3.9 mil (100 pym)
Oxygen Permeability

73°F (23°C), 1.0 mil (25.4 ym)

73°F (23°C), 3.9 mil (100.0 pm)
Carbon Dioxide Permeability

73°F (23°C), 1.0 mil (25.4 ym)

73°F (23°C), 3.9 mil (100.0 pm)
Nitrogen Permeability

73°F (23°C), 1.0 mil (25.4 ym)

73°F (23°C), 3.9 mil (100.0 ym)

0.97 g/100 in?/24 hr

2800 cm?®/m?3/bar/24 hr
670 cm®/m?/bar/24 hr

16900 cm®/m?/bar/24 hr
3800 cm?®*/m?/bar/24 hr

510 cm®/m?/bar/24 hr
120 cm®/m?/bar/24 hr

159/m?/24 hr

I1ISO 2556

2800 cm®/m?/bar/24 hr

670 cm®/m?/bar/24 hr
1ISO 2556

16900 cm®m?/bar/24 hr

3800 cm?®*m?/bar/24 hr
ISO 2556

510 cm®/m?/bar/24 hr

120 cm3/m?3/bar/24 hr

AR FEE (FEH) FEE () M= 77 5%
M RHROPHRES ISO 179/1eA
-22°F (-30°C), &Mz 7.6 ft-lb/in? 16 kJ/m?
73°F (23°C), B EBHT R 33 ft-Ib/in2 70 kJ/m?
BRI O PR E ISO 179/1eU
-76°F (-60°C) TR TR
-22°F (-30°C) TR T H
73°F (23°C) LS T
BEPHROMHRE"® ISO 180/A
-22°F (-30°C), &Mz 6.7 ft-lb/in 14 kJ/m?
73°F (23°C), B EBHT R 38 ft-Ib/in2 80 kd/m?
ZHEYUE LT EEE ISO 6603-2
-22°F (-30°C) 47 9ftb 65.0J
73°F (23°C) 44 3ft1b 60.0J
SHEEH LR E D IEE ISO 6603-2
-22°F (-30°C) 1420 Ibf 6300 N
73°F (23°C) 1210 Ibf 5400 N
BE FEE (FEH) FEE () M= 77 5%
KEEE 16700 psi 115 MPa ISO 2039-1
Mt FEE (FEH) FEE (L) i 7 3%
REFBE
66 psi (0.45 MPa), KB A 279°F 137°C ISO 75-2/B
264 psi (1.8 MPa), KB X 255°F 124°C ISO 75-2/A
WIELEE 10 293 °F 145°C ISO 11357-2
fFRILEE
- 289 °F 143°C 1SO 306/B50
- 293 °F 145°C ISO 306/B120
Ball Pressure Test (277°F (136°C)) Pass Pass IEC 60695-10-2
KRB R ISO 11359-2

Fizh 1 73 B 131°F (23 F 55°C)
H : 73 E) 131°F (23 F 55°C)
SHMRHK (73°F (23°C))
RTI Elec (0.0591 in (1.50 mm))
RTI Imp (0.0591 in (1.50 mm))
RTI (0.0591 in (1.50 mm))
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3.6E-5in/in/°F
3.6E-5in/in/°F
1.4 Btu-in/hr/ft?/°F
257 °F
239°F
257 °F
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6.5E-5cm/cm/°C
6.5E-5cm/cm/°C

0.20 W/m/K 1ISO 8302
125°C UL 746
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125°C UL 746
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A MR BEME (FH) FEE () W77 %
REBER 1.0E+16 ohm 1.0E+16 ohm IEC 60093
#RFEBAE (73°F (23°C)) 1.0E+16 ohm-cm 1.0E+16 ohm-cm IEC 60093
EBREE (73°F (23°C), 0.0394 in (1.00 mm)) 860 V/mil 34 kV/mm IEC 60243-1
N BER IEC 60250

73°F (23°C), 100 Hz 3.10 3.10
73°F (23°C), 1 MHz 3.00 3.00
FHAK IEC 60250
73°F (23°C), 100 Hz 5.0E-4 5.0E-4
73°F (23°C), 1 MHz 9.0E-3 9.0E-3
REBREER IEC 60112
BRFEA 250V 250V
RRFRB 125V 125V
AR BEME () HUEE (1) W75 %
UL ERER UL 94
0.0984 in (2.50 mm) HB HB
0.0142 in (0.360 mm) V-2 V-2
0.0295 in (0.750 mm) V-2 V-2
e B IRIEE IEC 60695-2-12
0.0295 in (0.750 mm) 1560 °F 850°C
0.0591 in (1.50 mm) 1610 °F 875°C
0.118 in (3.00 mm) 1710°F 930°C
RIT2 R KRE IEC 60695-2-13
0.0295 in (0.750 mm) 1610 °F 875°C
0.0591 in (1.50 mm) 1610 °F 875°C
0.118 in (3.00 mm) 1610 °F 875°C
WBREIEH 12 27 % 27% ISO 4589-2
Application of Flame from Small Burner '3 DIN 53438-1, -3
78.7 mil (2.00 mm) K1, F1 K1, F1
Burning Rate '* (< 39.4 mil (< 1.00 mm)) Passed Passed ISO 3795
Flash Ignition Temperature 896 °F 480°C ASTM D1929
Needle Flame Test IEC 60695-11-5
Method F : 39.4 mil (1.00 mm) 1.0 min 1.0 min
Method F : 78.7 mil (2.00 mm) 1.0min 1.0min
Method F : 0.12 in (3.00 mm) 2.0min 2.0min
Method K : 59.1 mil (1.50 mm) 0.1 min 0.1 min
Method K : 78.7 mil (2.00 mm) 0.1 min 0.1 min
Method K: 0.12 in (3.00 mm) 0.2 min 0.2min
Self Ignition Temperature 1022 °F 550°C ASTM D1929

HFMEE BEME (FH) FEE () W75 %
ER 19 1.586 1.586 ISO 489
FEH R I1ISO 13468-2

39.4 mil (1000 pm) 89.0% 89.0 %
78.7 mil (2000 pum) 89.0 % 89.0%
118 mil (3000 pm) 88.0% 88.0%
157 mil (4000 pm) 87.0% 87.0%
ZEE (118 mil (3000 ym)) <0.80% <0.80% ISO 14782

WREE TEE (FHl) TEE (2Hl) W77 3%
Electrolytical Corrosion A1 A1 IEC 60426
ISO Shortname PC,MR,(,,)-18-9 PC,MR,(,,)-18-9 1ISO 7391

EH HEE (EH) HEME (2H)

T (B4 ) RE
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S —MEM  XETEMANAE.
4 Pellets

5 60x60x2 mm, 500 bar
60.079 in/min (2.0 mm/min)
7 2 mm/min

83 mm

93.2mm

10 10°C/min

1 Cross-flow, 50% RH
2ERFA

13 Method K and F

4 UsS-FMVSS

BHEA
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Bayer MaterialScience - Polycarbonates
Leverkusen, Germany
BiE: +49-214-30-1
Web: http://plastics.bayer.com/

PHEE

Amco Polymers
Bi%: 800-262-6685
Web: http://www.amcopolymers.com/
4% #5[X: North America

Bay State Polymer
Bi%: 800-277-7797
Web: http://www.baystatepolymer.com/
%X North America

M. Holland Canada Company
Bi%: 905-665-1168
Web: http://www.mholland.com/
4¢3t [X: Canada

M. Holland Company
BBi%: 855-497-1403
Web: http://www.mholland.com/
8 X Mexico, United States

PolyOne Distribution

PolyOne Distribution is a global distribution company. Contact PolyOne Distribution for availability of individual products by country.

BB i%: 800-894-4266
Web: http://polyonedistribution.com/
5 [X: Global
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